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13600 NE 126 TH PL
Suite C

Kirkland, WA 98034
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ANALYSIS REPORT

Friedman & Bruya, Inc.

3012 16th Avenue West

Seattle, WA 98119-2029

Attention: Michael Erdahl

Project #: 008324

PO Number: A-584

All results reported on an as received basis.
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Date Received: 08/30/10
Date Reported: 9/ 7/10

AMTEST Identification Number 10-A014558
Client Identification 002
Sampling Date

Minerals

|Cadmium

:Mercury
|Phosphorus
|Lead

Sut fur
IAntimony

Tin
Zinc
[Bismuth

Miscellaneous
\Bromide |
[Fluoride 130 uglg

EPA 300.0

EPA3000 M

|

|SW-8466010B |HL  109/01/10

0.50 SW-846 6010B | HL 09/01/10

050 |SW-8466010B |HL  09/01/10

1050 [SW-8466010B | HL 09/01/10
2.5 'SW-846 6010B | HL 09/01/10

lo.50  |Sw-8466010B | HL 09/01/10 |

0.25  [SW-8466010B | HL 109/01/10 |

[0.05  [swW-8466010B | HL |09/01/10 |

' 'HL  ]09/01/10 |

09/06/10 |

09/06/10

AKC-0004800



Friedman & Bruya, Inc.

Project Name:

AmTest ID: 10-A014559

Page 2

AMTEST Identification Number

Client Identification 003
Sampling Date

10-A014559

T}otal Metals

‘Acid Digestion for Soils Y |SW-846 3050B 09/01/10 |
Cadmium 1<0.0318 lug/g 0.03  |SW-8466010B | HL |09/01/10
Mercury <064  |uglg 10.64  'SW-846 6010B | HL ~09/01/10
Phosphorus 133.3 uglg 0.64  SW-846 6010B |HL 109/01/10
Lead <064 lugg 064  [SW-8466010B | HL  |09/01/10
Sulfur 543  |uglg 3.2 SW-846 6010B | HL 09/01/10
Antimony <064 |uglg | 1064  SW-8466010B |HL 09/01/10
Y B e T T
Zinc 155  lug/g | ‘o‘oe ~ ISW-846 6010B | HL 109/01/10
Bismuth <25 luglg E N N I HL 09/01/10
Miscellaneous

Bromide i< 30 iugl/g JEPA 300.0

[Fluoride <30  uglg - [EPA300.0 ‘MO 109/06/10 |

i

AKC-0004801



Friedman & Bruya, Inc.

Project Name:

AmTest ID: 10-A014560

Page 3

AMTEST Identification Number
Client Identification
Sampling Date

004

10-A014560

Total Metals
SREER -

Acid Digestion for Soils Y | |SW-846 3050B | HL 109/01/10
Cadmium <0.02175 lug/g 0.02 'SW-846 6010B | HL |09/01/10
Mercury <044  uglg 044 |SW-8466010B | HL 09/01/10
Phosphorus 72.4 Juglg 0.44 ISW-846 6010B | HL 109/01/10
Lead <044  uglg 044  |SW-8466010B | HL ~ |09/01/10
Sulfur 55.6  luglg 2.2 'SW-846 6010B | HL 109/01/10
Antimony <044  luglg 044  |SW-8466010B | HL 109/01/10
Tin 10280  luglg 022 |sw-8466010B | HL 109/01/10
Zinc 60.6  |ug/g 0.04 |sw-846 6010B | HL i09/01/10 |
Bismuth <25  |uglg L ' MO 09/01/10

Miscellaneous

Bromide

Filuoride

EPA 300.0

- [EPA 3000

09/06/10

Boterd |

AKC-0004802



Friedman & Bruya, Inc.
Project Name:
AmTest ID: 10-A014561

Page 4

AMTEST Identification Number

10-A014561

Client Identification 005
Sampling Date

Cadmium < 0.02256 |ug/g 0.02 SW-846 6010B | HL 09/01/10
Mercury <045 lug/g l0.45 SW-846 6010B | HL 09/01/10
Phosphorus 26.7 uglg 0.45 SW-846 6010B | HL. - 109/01/10
Lead <045 luglg lo45  |Sw-8466010B |HL  |09/01/10 -
Sulfur 31.4 uglg 23  |SW-8466010B |HL 09/01/10
Antimony 0.51 ug/g 0.45 SW-846 6010B | HL 09/01/10
Tin 1.01 ‘uglg 0.23 SW-846 6010B | HL 09/01/10
Zinc - 9.37 luglg 0.05 SW-846 6010B | HL 09/01/10
Bismuth  |<25 luglg T T HL 0910110

Miscellaneous

|Bromide

09/06/10

L|EPA3000 |

MO

09/06/10

AKC-0004803



Friedman & Bruya, Inc.
Project Name:
AmTest ID: 10-A014562

Page 5

AMTEST Identification Number
Client ldentification

Sampling Date

Minerals

10-A014562
006

Cadmium 0.06000 |ug/g 09/01/10
Mercury <049  uglg 0.49 SW-846 6010B 09/01/10
Phosphorus 427 uglg 0.49 SW-846 6010B 09/01/10
Lead 151. ug/g 1049  |SW-846 6010B 109/01/10
Sulfur 109. uglg 2.5 SW-846 6010B 09/01/10
Antimony |0.55 uglg 0.49 SW-846 6010B 09/01/10
Tin 0.530 uglg - 0.25 SW-846 60108 109701110
Zinc 186. uglg 0.05 SW-846 6010B 09/01/10
Bismuth <25 ‘lug/g ’ I ~lo9/01/10

Miscellaneous
= e

Fluoride

6/

[EPA 300.0

109/06/10

Kathy Fugiel
President

¢

AKC-0004804



Am Test Inc. Professional

13600 NE 126 TH PL Analytical
Suite C Services
Kirkland, WA 98034
(425) 885-1664
www.amtestlab.com

ANALYSIS REPORT
Friedman & Bruya, Inc. Date Received: 08/30/10
3012 16th Avenue West Date Reported: 9/ 8/10

Seattle, WA 98119-2029

Attention: Michael Erdahl

Project #: 008324

PO Number: A-584

All results reported on an as received basis.

AMTEST ldentification Number 10-A014557
Client ldentification 001
Sampling Date

Chloride <10  mg/ | 010 [EPA300.0 MO 08/31/10
Fluoride ) <10 mgh | 010 |EPA300.0 MO 08/31/10
Sulfate <10 mg/! o1 EPA 300.0 MO 08/31/10 |

ICP Metals by EPA Method 200.7

P R
Lead <0.05

v 0.0 [EPA 200.7 HL 09/01/10 |
Sulfur . loss  mgn | 005  [EPA2007 HL  jo9/01/10 |
TotalMetals
R R S e R T S AN AT E

IAcid Digestion for Soils ~ |SW-846 3050B

D

Kathy Fudiel j et ¥
President

AKC-0004805



